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NOTES:

MATERIAL:  DIN 1.7225 (AISI 4140)

1.

2.

HARDNESS: 270-310 Hb

ALL DIMENSIONS ARE IN MILLIMETERS.
TOLERANCES ARE £0.1mm, EXCEPT OTHERWISE NOTED.

ALL FINISHES ARE Ra=3.2 MICROMETER, EXCEPT
OTHERWISE NOTED.

ALL DIAMETERS TO BE CONCENTRIC WITH CENTERLINE

WITHIN

0.05mm TOTAL INDICATED RUNOUT (T.I.R.).

ASSEMBLY: EPSD—-AC—-020-013/1

.08

1c\|26.07.16| RL | PW |26.07.16| BOLT HOLES MODIFIED PHC
1g\[10.08.12| RL |RLE|10.08.12| WIDTH CHANGED (WAS 82) PHC
1 A\|26.06.06 |DAP|GFR|26.06.06| APPROVED FOR CONSTRUCTION PHC
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